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Note 1:
Note 2:
Note 3:
Note 4:

Note 5:
Note 6:
Note 7:
Note 8:
Note 9:

Approved ‘ R
adhesives S Hook strip with
factory-welded skirt
. (Note 3)
X ' Drip cover snapped in
lace over cleat (Note 2
o p ( )

Field weld (Note 7)
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Duro-TECH™ \\

membranes \

Factory weld

N% A , Continuous cleat fastened
N7 6 in. (152 mm) O.C. with
. roofing nails (Notes 1, 6)
Nog, N <
89 Fasten to hold
Approved sealant )
membrane in place

A 1/8 in. (3 mm) gap is required between sections of cleat.
Each section of cover must overlap 1-1/2 in. (40 mm).
Each section of hook strip must overlap 1-1/2 in. (40 mm).

Stagger all seams by a minimum of 12 in. (305 mm) between cleat, hook strip,
and cover.

This detail may also be used on parapet walls.

Use roofing nails that penetrate substrate by a minimum of 1-1/2 in. (40 mm).
All field welds must be a minimum of 1-1/2 in. (40 mm) wide.

Refer to General Requirements for wood nailer requirements.

Refer to specifications for vapor barrier, insulation, cover board, and deck
requirements.
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